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General Description:

Steel aisi 4340, aa125 surface finish except surface 0.250 in.P 0.001 in. M 0.000 in. Inside diameter of hole having an aa63surface finish,

pull plated in accordance with mil-std-171finish no. 1.1.3.3, heat treat rockwell c 40-45 in accordance withmil-h-6875, 1.514 in. P 0.030 in. M

0.000 in. Lg, 0.500 in. W, 0.250 in. P 0.020 in. M 0.004 in. Thk, 0.250 in. P 0.001 in. M0.000 in. Diameter hole through large end, 0.165 in.

Porm 0.005 in.Dia hole 0.560 in. P 0.030 in. M 0.000 in. Deep in small end andcounter bore 0.250 in. Diameter 0.250 deep

Shelf Life:

N/a

Unit Of Measure:

--

Demilitarization:

Yes - demil/mli
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