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Weight:

36.0 ounces 

Composition And Percentage:

88.00  by volume tin and 90.00  by volume tin and 7.00  by volume antimony and 8.00  by volume antimony and 3.00  by volume copper and

4.00  by volume copper

Impurities Limitation In Percent:

Aluminum 0.005 maximum and arsenic 0.15 maximum and iron 0.08 maximum and lead 0.35 maximum and zinc 0.005 maximum and other

elements 0.10 max

Specification Or Standard:

2 grade

Shelf Life:

N/a

Unit Of Measure:

--

Demilitarization:

No

Fiig:

T094-a
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