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Weight:

Between 40.0 pounds and 60.0 pounds 

Composition And Percentage:

99.90  by volume zinc

Impurities Limitation In Percent:

Lead 0.03 max;  iron 0.02 max;  cadmium 0.02 max

Specification Data:

81346-astm b6 professional/industrial association specification

Shelf Life:

N/a

Unit Of Measure:

--

Demilitarization:

No

Fiig:

T094-a
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